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Abstract—To answer the growing need for more versatile inte-
grated spectral filters, we show that weak one-dimensional gratings
can be designed towards any desired target spectrum. We follow
a very straightforward design procedure to demonstrate the per-
formance of these devices. Measurements and simulations show a
very good correspondence with the target spectra. By analyzing
the results, we also found that the design procedure can be refined
by using simulated reflections, instead of relying on the calculated
Fresnel reflections.

I. INTRODUCTION

FABRICATION technologies for photonic integrated cir-
cuits, such as optical lithography and ebeam lithography,

are becoming more and more refined They are constantly en-
abling more functionality and complexity on photonic chips.
One required functionality for many applications is a more fl x-
ible and versatile spectral filte . Current devices based on pho-
tonic crystals, arrayed waveguide gratings or ring resonators are
well understood and have excellent performance [1], [2], but
these approaches lack versatility.
The principles of volume holography [3], [4] present an an-

swer to the growing need for dedicated spectral filter with
complex transfer functions. By allowing light to travel over a
large distance through a weak grating, the light spectrum can be
manipulated in a very specifi manner [5].
As silicon-on-insulator (SOI) offers many advantages for

photonic integrated circuits, we aim to integrate this type of
grating in a silicon waveguide. As this material system has
a very high refractive index contrast, the difficult is to obtain
sufficien control over the fabrication technology to cause a very
small effective refractive index variation with the required ac-
curacy. As gratings offer many possibilities [6], [7], we propose
to implement these weak gratings by modulating the shallow
etched sides of a ridge waveguide [8].
In our previous work [9], we presented the weak grating

theory on which these gratings are based, and demonstrated
the performance of the firs prototypes. In this paper, we dis-
cuss the fabrication limits, based on a larger set of devices and
we compare the measurement results with simulation results.
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Furthermore, the design procedure is analyzed, leading to im-
provements for future devices.

II. WEAK GRATING THEORY

We represent a grating structure by the fiel reflectio
R(x)along the propagation direction x. When a pulse E0δ(t)is
incident on this grating, it produces a reflectio ER (t)at the in-
put port, which depends onR(x). To obtain the spectral transfer
function of this grating, the Fourier transform of ER (t)/E0 has
to be calculated:

T (f) = F
[
ER (t)

E0

]
. (1)

For the design of holographic gratings, two important as-
sumptions are made. Firstly, we assume the gratings are weak
enough to ignore multiple reflections as is often assumed when
considering weak fibe gratings [10]. The pulse E0δ(t)then in-
teracts with this weak grating by producing a single reflectio at
every point x, with an amplitude of E0R(x). When this reflec
tion reaches the input port, it will be delayed by a transit time t
of

t =
2n0x

c
(2)

where n0 is the average background index of the grating [4].
For simplicity, we have not taken into account material and
waveguide dispersion, whichmeansn0 is a constant value, equal
to the effective refractive index, in the following calculation. The
spectral transfer function of this weak grating becomes

T (f) = F
[
R

(
ct

2n0

)]
. (3)

The second assumption is that the reflectio R(x) of this re-
flectio solely depends on the effective refractive index variation
Δn at that point, and can be calculated as a Fresnel reflection

R(x) =
Δn(x)
2n0

. (4)

The validity of this assumptionwill be discussed in the further
analysis (part VII). The spectral transfer function then becomes

T (f) = F
[

1
2n0

Δn

(
ct

2n0

)]
. (5)

Vice versa, the effective index variation Δn(x) that will re-
sult in the reflectio of a specifi target spectrum T (f), can
be calculated as the inverse Fourier transform of T (f). The ef-
fective index n(x) = n0 + Δn(x) that is needed to obtain this
reflectio spectrum, can thus be calculated as

n(x) = n0 + c0F−1 [T (f)] . (6)



Fig. 1. The target spectrum is translated into the corresponding Δn(x) by
means of an inverse Fourier transform. Spectra situated around the same fre-
quency range, exhibit the same fast period. The slowmodulation depends on the
shape of the spectrum. TheΔn(x) shown here is in case the spectrum consists
of a number of isolated peaks, resulting in a superposition of sines.

Fig. 2. The used SOI ridge waveguides consist of a silicon core (220 nm high)
and shallow etched silicon wings (150 nm high). The holographic gratings are
implemented by modulating the width w of these wings along the propagation
direction x.

We introduce the constant c0 to control themaximalΔn. Note
that n0 can be chosen freely within the limits of the SOImaterial
system, taking only practical considerations into account.
To test this concept, several target spectra were translated

into the corresponding Δn(x). The spectra consist of a set of
isolated peaks, leading to a superposition of sines for Δn(x).
Fig. 1 shows how a random target spectrum consist of a fast
period and a slow modulation. In the case of isolated peaks
around 1550 nm,Δn(x) exhibits a fast period of about 290 nm,
which depends on the choice of n0 , and a slow modulation,
which depends on the relative positions of the peaks.

III. IMPLEMENTATION

In principle, the implementation of the effective refractive
index variation is arbitrary, and can be chosen to fi the aspired
application and available fabrication techniques. In this paper,
we start from a double-etched ridge waveguide, and implement
the holographic grating as a modulation of the width of the
shallow etched sides, referred to as wing widthw(x) [8]. This is
illustrated in Fig. 2. The central part of the waveguide measures
220 nm high by 450 nm wide. The silicon layer in the wing is
150 nm high.
The relation between the effective refractive index n and the

wing widthw was simulated with the full-vectorial mode solver
Fimmwave. We obtain the functionw(n), as shown in Fig. 3(b).
At this point, a choice has to be made regarding the strength

(a) (b)

(c) (e)

Fig. 3. (a) The effective refractive index n as a function of the propagation
direction x is calculated as the inverse fourier transform of the target spectrum.
(b) The relation between the wing widthw and n is simulated in the mode solver
Fimmwave. (c) From n(x) and w(n) follows the original design w(x). (d) The
original design is transformed into a mask layout that can be fabricated using
deep-UV lithography.

Fig. 4. These top views represent the two sets of wm in and wm ax that were
used to implement the holographic gratings. This allows us to investigate fabri-
cation issues and the spectral behavior related to grating strength.

of the grating, define by the parameter c0 , and the background
refractive index n0 . This is equivalent to fixin wmin and wmax .
To investigate the fabrication and the behavior of the holo-

graphic gratings, two sets of wmin and wmax were used. They
are visualized by the top views in Fig. 4. For set A we have cho-
sen wmin from 100 nm to 500 nm, while keeping the maximal
Δw = wmax − wmin constant at 300 nm. The corresponding
maximal Δn ranges from 0.098 to 0.003. For a set B, wmin is
kept at 100 nm, while wmax ranges from 100 to 600 nm. The
corresponding maximal Δn ranges from 0.063 to 0.105.

IV. FABRICATION

A. From Original Design to Mask Layout

Depending on the fabrication scheme, additional transforma-
tions can or should be performed to satisfy fabrication require-
ments. For this study, the photonic chips are fabricated using
193 nm deep-UV lithography [11]. The original design is there-
fore translated to a mask layout. Features narrower than 120 nm
are not allowed by the software design rule check as they cannot
be fabricated accurately. Therefore, we apply a transformation
that truncates all sharp features by replacing w(x) with the av-
erage value over this 120 nm range [see Fig. 3(d)]. As the fast
grating period is about 290 nm, the shape of the gratings in the
mask layout appears rectangular, even though in between the
truncated parts, the sine function is maintained.
For example, the designs in set A all had an original Δw of

300 nm. On the mask layout, the truncation reduces the value
ofΔw to about 150 nm. Obviously, this transformation reduces



(a)

(b)

Fig. 5. The mask layout (a) is compared to a SEM image of the fabricated
device (b). Both a top view (left) and a cross-section (right) are shown.

Fig. 6. For both sets of devices, the measured values of wm in and wm ax
(dotted line) show a significan difference with the values in the mask layout
(full line). Note that the mask layout is in fact the truncated original design.

the maximal Δn of the gratings. On average, the maximal Δn
is reduced to about 63% of its original value.

B. From Mask Layout to Fabricated Device

Fig. 5 shows a comparison of one of the mask layouts and
the corresponding fabricated device. As we expect from [12],
the edges are rounded and the maximal wing width wmax has
decreased. Measurements on the SEM image also reveal that
the minimal wing width wmin has slightly increased. This all
considerably reduces the effective strength of the grating.
We performed SEM measurements of wmin and wmax on all

devices of set A and B. Fig. 6 compares these widths (dotted
line) with the values in the mask layout (full line). Note that the
mask layout is in fact the truncated version of the original design.
The corresponding values for Δn are reduced to about 38% of
the values corresponding to the mask layout. As a consequence,
throughout the entire process from original design to fabricated
device, the value of Δn is reduced to 24% of the value in the
original design. Fig. 7 shows the values of Δn for the original
design, the mask layout and the fabricated device.
The fabricated devices of set A all have a constant Δw of

about 50 nm, which indicates that the fabrication is not influ
enced by the choice of wmin . Set B shows that wmin is only
accurately fabricated for the smallest Δw. For larger Δw, the
value of wmin firs increases, and then remains constant. Fig. 8
shows the relation between the designed Δw and the measured
values after fabrication. For smallΔw, the relation between de-
sign and fabrication is parabolic. From values of about 250 nm,
the relation becomes linear. This graph includes measurements
of test devices with even higher values of Δw than in set A
and B.

Fig. 7. By truncating the narrow features in the original design to obtain the
mask layout, the effective refractive index contrast is reduced to 63% of the
value in the original design. By fabricating the device, there is a reduction to
38% of the value in the mask design. As a consequence, in total, the effective
refractive index of the fabricated device is about 24% of the value in the original
design.

Fig. 8. The Δw as measured in the fabricated devices is shown as a function
of the Δw from the mask layout. The relation is parabolic for values below
250 nm, after which it becomes linear.

Future devices could benefi from reverse engineering: by
using this data, the grating teeth in the design can be extended
to compensate for the fabrication effects, resulting in the desired
value ofΔw. It should be noted that this relation will change if
the period of the grating changes significantl .

V. MEASUREMENTS

The waveguides are equipped with grating couplers to couple
light from an optical fibe to the waveguide and back [13]. A
tunable laser is used as a light source and the reflecte and trans-
mitted power aremeasured simultaneously using two powerme-
ters. The reflecte power is measured through a circulator and
indexmatching flui is used between fibe and chip to reduce un-
wanted reflections Polarization paddles control the polarization
of the light. Both transmission and reflectio spectra are nor-
malized with respect to the transmission of a straight waveguide
with the same grating couplers. For the reflectio spectra, we
also take the additional loss through the circulator into account.
Fig. 9 shows the measured reflectio and transmission spectra

of four gratings with different target spectra and/or parameters:
1) one single peak,
2) three peaks, separated by 10 nm,
3) three peaks, separated by 5 nm, and one by 10 nm,
4) nine peaks, separated by 5 nm.
The measured spectra distinctly show the peaks that were set

in the target spectra. There is a slight shift to smaller wave-
lengths and the peaks also appear slightly closer together than
in the original design. The shift is a consequence of using a sin-
gle value for n0 in the design of the gratings, while in fact, n0



Fig. 9. Four examples of gratings with different spectra and parameters demonstrate the performance of the holographic gratings.

Fig. 10. The measured spectra of the four-peak spectrum with a length of 1000 μ m and parameters A2 show a very good correspondence with simulations,
using the effective index method in Camfr, a mode solver based on EME, as well as calculations based on the weak grating theory (normalized).

is different for each specifi implementation. The spectrum is
slightly compressed because n0 does depend on the wavelength,
which was not taken into account. This dependence could be in-
corporated into the design procedure, by using simulated values
of n0(λ) in Eq. (2) of the design procedure, instead of the effec-
tive refractive index. This would increase the correspondence
between the target spectrum and the measurements. However,
by taking into account material and waveguide dispersion, the
design and the implementation can no longer be independent
from each other.
We analyze the measurements in more detail in Section VII.

VI. SIMULATIONS

First of all, the expected reflectio spectrum can be calculated
by performing a forward Fourier transform on the fina Δn,
taking into account the actual length of the grating and the
truncation transformation. This provides a fast way of verifying
for example that truncating the grating does not significantl
changes the reflectio spectrum at the wavelengths of interest.
Obviously, this calculation based on the weak grating the-

ory does not take the actual implementation as a ridge wave-
guide into account. Therefore, we need to import the actual de-
vices into a physical simulation tool. We use the effective index
method in Camfr, a mode solver base on eigenmode expan-
sion (EME) [14]. As there is a considerable difference between
the mask layout and the fabricated device, the measured wing
widths were used.
Fig. 10 shows the calculated, simulated and measured spec-

tra of the grating designed for the spectrum with three peaks,
separated by 5nm, and one additional peak separated by 10 nm.
The grating has a length of 1000 μ m and the parameters from
A2. The effective index method slightly overestimates the ef-
fective index of the waveguide. For example, for a wing width
of 100 nm, the effective index method returns a refractive in-

dex of 2.65, while the two-dimensional mode solver Fimmwave
calculates a value of 2.53. This causes the simulated spectra to
shift to larger wavelengths. The index constrast is also slightly
lower, which results in smaller reflection and thus lower dips.
Apart from this, the simulated spectra show a very good corre-
spondence with the measurements. We also see a good corre-
spondence between the simulation in Camfr, and the theoretical
calculation based on the weak grating theory. This indicates,
that—at least in this particular case—the assumptions of the
weak grating theory hold. The interstitial peaks that are visible
in the simulation, should also be present in the measurements,
but we suspect they don’t rise above the noise level.

VII. FURTHER ANALYSIS

The resolution of a grating is determined by both its length
and strength. The weakest and longest grating have the highest
spectral resolution. In our case of weak reflectio gratings, there
is a clear tradeoff between length, resolution and reflecte power.
Limiting the length of a grating can be interpreted as mul-

tiplying the infinit grating with a rectangular window. In the
Fourier domain, this causes a convolution of the peak with a sinc
function. The shorter the rectangular window, the broader this
sinc function becomes. This translates into a lower spectral reso-
lution. Fig. 11 shows the 3-peak spectrum for increasing grating
lengths. The peaks become narrower until a grating length of
about 500 μ m, after which they remain constant. This width
Δλ is limited by the strength of the grating.
To investigate the spectral resolution in more detail, we take

a closer look at the gratings with a target spectrum consisting
of one single peak. For such a regular Bragg grating, following
relation between the fiel reflectio R at a single interface and
the spectral resolution holds:

Δλ =
R

2π
λ. (7)



Fig. 11. The peak widths of this three-peak spectrum (with parameters A1) decrease for increasing grating length until a length of about 500 μ m, after which
they remain constant.

Fig. 12. Reducing the grating strength clearly increases the resolution.

Fig. 13. The expected peak widths δλ calculated based on the Fresnel reflec
tion is about a factor 3 larger than the measured peak widths. The peak widths
calculated based on the simulated reflectio do match the measurements for the
devices of both set A and set B.

Fig. 13 shows Δλ as measured, as calculated based on the
Fresnel reflectio [Eq. (4)], and as calculated based on the simu-
lated reflectio in Camfr. It is clear the measurement curve cor-
responds very well with the simulated curve, but Δλ based on
the Fresnel reflectio is approximately a factor 3 larger. To illus-
trate this discrepancy even further, Fig. 14 shows the reflectio
at a single interface between a waveguide with wing widthwmin
and wmax = wmin + Δw calculated with the Fresnel equation,
together with the same reflectio simulated in Camfr. The white
lines indicate the physical dimensions of set A and set B. Along
these white lines, the difference in magnitude is about a factor 3
between both simulations. This can largely be attributed to the
fact that in SOI photonic waveguides, the group refractive index
is much higher than the effective refractive index [8]. Therefore,

Fig. 14. The reflectio at a single interface between a waveguide with wing
width wm in and a waveguide with wing width wm ax = wm in + Δw was
calculated using the Fresnel equation, and simulated using the mode solver
Camfr. The white lines connect the dots that represent the parameters from set
A and set B.

in Eq. (4), n0 should be replaced with the group index ng . Fur-
thermore, as the index change is not stepwise but sinusoidal, the
grating strength is reduced by a factor of pi/4.
Fig. 14(b) also shows a noticeably different pattern than

Fig. 14(a). We believe this is caused by the changing shape
of the modes, and the changing number of supported modes in
the waveguide. These changes influenc the amount of light that
is reflected



Given the above considerations, we can improve our design
cycle by removing the approximation R(x) = Δn(x)

2n0
(Eq. (4))

from the theory. Instead of implementing the required Δn(x),
the requiredR(x) should be implemented. To do this, instead of
the simulated function n(w), the simulated R(w0 ,Δw) should
be used directly to translate between theory and implementa-
tion. Without substantially complicating the design cycle, this
adjustment should ensure more accurate results.

VIII. CONCLUSION

Wehave shown that aweak grating can be designed to produce
a variety of tailored reflectio spectra. The design procedure
takes this target spectrum as its input, and returns the required
weak effective refractive index variation Δn, which can then
be implemented in any suitable way. In our case, we chose to
modulate the shallow etched side wings of a ridge waveguide.
Gratings were fabricated using deep UV lithography, for several
target spectra and several grating strengths and lengths. Both
measurements and simulations confir that this is a promising
approach to integrate fl xible and versatile filter on photonic
chips to enable more complex applications.
When investigating the resolution of the gratings in more

detail, we found that it would be more accurate to directly im-
plement the required fiel reflectio R(x). Furthermore, taking
waveguide dispersion into account and improving the truncation
algorithm will improve correspondence with the target spec-
trum.

ACKNOWLEDGMENT

The authors acknowledge ePIXfab for the fabrication of the
SOI chips. M. Verbist acknowledges the Institute for the Promo-
tion of Innovation through Science and Technology in Flanders
(IWTVlaanderen) and theMethusalem project “Smart Photonic
Chips” of Ghent University.

REFERENCES

[1] T. Tsuchizawa, K. Yamada, H. Fukuda, T. Watanabe, J. Takahashi,
M. Takahashi, T. Shoji, E. Tamechika, S. Itabashi, and H. Morita, “Mi-
crophotonics devices based on siliconmicrofabrication technology,” IEEE
J. Sel. Topics Quantum Electron., vol. 11, no. 1, pp. 232–240, Jan./Feb.
2005.

[2] W. Bogaerts, S. K. Selvaraja, P. Dumon, J. Brouckaert, K. De Vos, D. Van
Thourhout, and R. Baets, “Silicon-on-insulator spectral filter fabricated
with CMOS technology,” IEEE J. Sel. Topics Quantum Electron., vol. 16,
no. 1, pp. 33–44, Jan./Feb. 2010.

[3] C. Peroz, A. Goltsov, S. Dhuey, P. Sasorov, B. Harteneck, I. Ivonin,
S. Kopyatev, S. Cabrini, S. Babin, and V. Yankov, “High-resolution
spectrometer-on-chip based on digital planar holography,” IEEE Photon.
J., vol. 3, no. 5, pp. 888–896, Oct. 2011.

[4] T. Mossberg, “Planar holographic optical processing devices,” Opt. Lett.,
vol. 26, no. 7, pp. 414–416, 2001.

[5] Y. Huang, V. Baby, P. Prucal, C. Greiner, D. Iazikov, and T. Mossberg,
“Integrated holographic encoder for wavelength-hopping/time-spreading
optical CDMA,” IEEE Photon. Technol. Lett., vol. 17, no. 4, pp. 825–827,
Apr. 2005.

[6] W. Shi, H. Yun, C. Lin, J. Flueckiger, N. Jaeger, and L. Chrostowski,
“Coupler-apodized bragg-grating add-drop filte ,” Opt. Lett., vol. 38,
pp. 3068–3070, 2013.

[7] A. D. Simard, N. Belhadj, Y. Painchaud, and S. LaRochelle, “Apodized
silicon-on-insulator bragg gratings,” IEEE Photon. Technol. Lett., vol. 24,
no. 12, pp. 1033–1035, Jun. 15, 2012.

[8] X.Wang,W.Shi,H.Yun, S.Grist,N. Jaeger, andL.Chrostowski, “Narrow-
band waveguide bragg gratings on SOI wafers with CMOS-compatible
fabrication process,” Opt. Exp., vol. 20, pp. 15547–15558, 2012.

[9] M. Verbist, D. Van Thourhout, andW. Bogaerts, “Weak gratings in silicon-
on-insulator for spectral filter based on volume holography,” Opt. Lett.,
vol. 38, no. 3, pp. 386–388, 2013.

[10] J. Sancho, S. Chin,D. Barrera, S. Sales, andL. Thevenaz, “Time-frequency
analysis of long fibe bragg gratings with low reflect vity,” Opt. Exp.,
vol. 21, no. 6, pp. 7171–7179, 2013.

[11] S. K. Selvaraja, P. Jaenen, W. Bogaerts, D. Van Thourhout, P. Dumon, and
R. Baets, “Fabrication of photonic wire and crystal circuits in silicon-on-
insulator using 193-nm optical lithography,” J. Lightw. Technol., vol. 27,
no. 18, pp. 4076–4083, Sep. 2009.

[12] X.Wang,W. Shi,M. Hochberg, K. Adam, E. Schelew, J. Young, N. Jaeger,
and L. Chrostowski, “Lithography simulation for the fabrication of silicon
photonic devices with deep-ultraviolet lithography,” in Proc. IEEE 9th
Int. Conf. Group IV Photon, 2012, pp. 288–90.

[13] D. Vermeulen, S. Selvaraja, P. Verheyen, G. Lepage,W. Bogaerts, P. Absil,
D. Van Thourhout, and G. Roelkens, “High-efficien y fibe -to-chip grat-
ing couplers realized using an advanced CMOS-compatible silicon-on-
insulator platform,” Opt. Exp., vol. 18, no. 17, pp. 18278–18283, 2010.

[14] P. Bienstman and R. Baets, “Optical modelling of photonic crystals and
VCSELs using eigenmode expansion and perfectly matched layers,” Opt.
Quantum Electron., vol. 33, pp. 327–341, 2001.

Marie Verbist received the degree in electrotechnical engineering from the
Ghent University, Ghent, Belgium, in 2008. She is currently working toward the
Ph.D. degree in engineering at the Photonic Research Group, Ghent University-
IMEC, Ghent, Belgium. Her current research interests include the fabrication of
nanophotonic structures based on focused ion-beam etching and the modeling,
design and fabrication of holographic gratings.

Dries Van Thourhout received the degree in physical engineering and the Ph.D.
degree in applied physics from Ghent University, Ghent, Belgium, in 1995 and
2000, respectively.
From October 2000 to September 2002, he was with Lucent Technologies,

Bell Laboratories, Murray Hill, NJ, USA, where he was involved in the design-
ing, processing, and characterization of InP/InGaAsP monolithically integrated
devices. In October 2002, he joined the Department of Information Technology,
Ghent University, where he is currently a Member of the permanent staff of
the Photonics Group. He is a Lecturer or Colecturer within the Ghent Univer-
sity Master in Photonics program and coordinates the cleanroom activities of
the research group. He is also engaged in the development of new fabrication
processes for photonic devices. He holds four patents. He has authored and
coauthored more than 120 journal papers and invited papers at several major
conferences. His research interests include the design, fabrication, and char-
acterization of integrated photonic devices, silicon nanophotonic devices, and
heterogeneous integration of InP-on-silicon.
Dr. Van Thourhout is a Member of IEEE Laser and Electrooptics Society

and an Associate Editor for IEEE Photonics Technology Letters.

Wim Bogaerts completed his studies in engineering (applied physics) at Ghent
University, Belgium, in 1998, and joined the Department of Information Tech-
nology (INTEC) at both Ghent University and the Interuniversity Microelec-
tronics Center (IMEC), where he received the Ph.D. degree in 2004. In the
Photonics Research Group, he specialized in the modeling, design, and fabri-
cation of nanophotonic components. He is currently a Professor in the fiel of
silicon photonics at Ghent University, and coordinates the activities between
IMEC and Ghent University in silicon photonics design.
Dr. Bogaerts is a Member of the IEEE Photonics Society, the Optical Society

of America, and SPIE.



<<
  /ASCII85EncodePages false
  /AllowTransparency false
  /AutoPositionEPSFiles true
  /AutoRotatePages /None
  /Binding /Left
  /CalGrayProfile (Gray Gamma 2.2)
  /CalRGBProfile (sRGB IEC61966-2.1)
  /CalCMYKProfile (U.S. Web Coated \050SWOP\051 v2)
  /sRGBProfile (sRGB IEC61966-2.1)
  /CannotEmbedFontPolicy /Warning
  /CompatibilityLevel 1.4
  /CompressObjects /Off
  /CompressPages true
  /ConvertImagesToIndexed true
  /PassThroughJPEGImages true
  /CreateJDFFile false
  /CreateJobTicket false
  /DefaultRenderingIntent /Default
  /DetectBlends true
  /DetectCurves 0.0000
  /ColorConversionStrategy /sRGB
  /DoThumbnails true
  /EmbedAllFonts true
  /EmbedOpenType false
  /ParseICCProfilesInComments true
  /EmbedJobOptions true
  /DSCReportingLevel 0
  /EmitDSCWarnings false
  /EndPage -1
  /ImageMemory 1048576
  /LockDistillerParams true
  /MaxSubsetPct 100
  /Optimize true
  /OPM 0
  /ParseDSCComments false
  /ParseDSCCommentsForDocInfo true
  /PreserveCopyPage true
  /PreserveDICMYKValues true
  /PreserveEPSInfo false
  /PreserveFlatness true
  /PreserveHalftoneInfo true
  /PreserveOPIComments false
  /PreserveOverprintSettings true
  /StartPage 1
  /SubsetFonts false
  /TransferFunctionInfo /Remove
  /UCRandBGInfo /Preserve
  /UsePrologue false
  /ColorSettingsFile ()
  /AlwaysEmbed [ true
    /Algerian
    /Arial-Black
    /Arial-BlackItalic
    /Arial-BoldItalicMT
    /Arial-BoldMT
    /Arial-ItalicMT
    /ArialMT
    /ArialNarrow
    /ArialNarrow-Bold
    /ArialNarrow-BoldItalic
    /ArialNarrow-Italic
    /ArialUnicodeMS
    /BaskOldFace
    /Batang
    /Bauhaus93
    /BellMT
    /BellMTBold
    /BellMTItalic
    /BerlinSansFB-Bold
    /BerlinSansFBDemi-Bold
    /BerlinSansFB-Reg
    /BernardMT-Condensed
    /BodoniMTPosterCompressed
    /BookAntiqua
    /BookAntiqua-Bold
    /BookAntiqua-BoldItalic
    /BookAntiqua-Italic
    /BookmanOldStyle
    /BookmanOldStyle-Bold
    /BookmanOldStyle-BoldItalic
    /BookmanOldStyle-Italic
    /BookshelfSymbolSeven
    /BritannicBold
    /Broadway
    /BrushScriptMT
    /CalifornianFB-Bold
    /CalifornianFB-Italic
    /CalifornianFB-Reg
    /Centaur
    /Century
    /CenturyGothic
    /CenturyGothic-Bold
    /CenturyGothic-BoldItalic
    /CenturyGothic-Italic
    /CenturySchoolbook
    /CenturySchoolbook-Bold
    /CenturySchoolbook-BoldItalic
    /CenturySchoolbook-Italic
    /Chiller-Regular
    /ColonnaMT
    /ComicSansMS
    /ComicSansMS-Bold
    /CooperBlack
    /CourierNewPS-BoldItalicMT
    /CourierNewPS-BoldMT
    /CourierNewPS-ItalicMT
    /CourierNewPSMT
    /EstrangeloEdessa
    /FootlightMTLight
    /FreestyleScript-Regular
    /Garamond
    /Garamond-Bold
    /Garamond-Italic
    /Georgia
    /Georgia-Bold
    /Georgia-BoldItalic
    /Georgia-Italic
    /Haettenschweiler
    /HarlowSolid
    /Harrington
    /HighTowerText-Italic
    /HighTowerText-Reg
    /Impact
    /InformalRoman-Regular
    /Jokerman-Regular
    /JuiceITC-Regular
    /KristenITC-Regular
    /KuenstlerScript-Black
    /KuenstlerScript-Medium
    /KuenstlerScript-TwoBold
    /KunstlerScript
    /LatinWide
    /LetterGothicMT
    /LetterGothicMT-Bold
    /LetterGothicMT-BoldOblique
    /LetterGothicMT-Oblique
    /LucidaBright
    /LucidaBright-Demi
    /LucidaBright-DemiItalic
    /LucidaBright-Italic
    /LucidaCalligraphy-Italic
    /LucidaConsole
    /LucidaFax
    /LucidaFax-Demi
    /LucidaFax-DemiItalic
    /LucidaFax-Italic
    /LucidaHandwriting-Italic
    /LucidaSansUnicode
    /Magneto-Bold
    /MaturaMTScriptCapitals
    /MediciScriptLTStd
    /MicrosoftSansSerif
    /Mistral
    /Modern-Regular
    /MonotypeCorsiva
    /MS-Mincho
    /MSReferenceSansSerif
    /MSReferenceSpecialty
    /NiagaraEngraved-Reg
    /NiagaraSolid-Reg
    /NuptialScript
    /OldEnglishTextMT
    /Onyx
    /PalatinoLinotype-Bold
    /PalatinoLinotype-BoldItalic
    /PalatinoLinotype-Italic
    /PalatinoLinotype-Roman
    /Parchment-Regular
    /Playbill
    /PMingLiU
    /PoorRichard-Regular
    /Ravie
    /ShowcardGothic-Reg
    /SimSun
    /SnapITC-Regular
    /Stencil
    /SymbolMT
    /Tahoma
    /Tahoma-Bold
    /TempusSansITC
    /TimesNewRomanMT-ExtraBold
    /TimesNewRomanMTStd
    /TimesNewRomanMTStd-Bold
    /TimesNewRomanMTStd-BoldCond
    /TimesNewRomanMTStd-BoldIt
    /TimesNewRomanMTStd-Cond
    /TimesNewRomanMTStd-CondIt
    /TimesNewRomanMTStd-Italic
    /TimesNewRomanPS-BoldItalicMT
    /TimesNewRomanPS-BoldMT
    /TimesNewRomanPS-ItalicMT
    /TimesNewRomanPSMT
    /Times-Roman
    /Trebuchet-BoldItalic
    /TrebuchetMS
    /TrebuchetMS-Bold
    /TrebuchetMS-Italic
    /Verdana
    /Verdana-Bold
    /Verdana-BoldItalic
    /Verdana-Italic
    /VinerHandITC
    /Vivaldii
    /VladimirScript
    /Webdings
    /Wingdings2
    /Wingdings3
    /Wingdings-Regular
    /ZapfChanceryStd-Demi
    /ZWAdobeF
  ]
  /NeverEmbed [ true
  ]
  /AntiAliasColorImages false
  /CropColorImages true
  /ColorImageMinResolution 150
  /ColorImageMinResolutionPolicy /OK
  /DownsampleColorImages true
  /ColorImageDownsampleType /Bicubic
  /ColorImageResolution 150
  /ColorImageDepth -1
  /ColorImageMinDownsampleDepth 1
  /ColorImageDownsampleThreshold 1.50000
  /EncodeColorImages true
  /ColorImageFilter /DCTEncode
  /AutoFilterColorImages false
  /ColorImageAutoFilterStrategy /JPEG
  /ColorACSImageDict <<
    /QFactor 0.76
    /HSamples [2 1 1 2] /VSamples [2 1 1 2]
  >>
  /ColorImageDict <<
    /QFactor 0.40
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /JPEG2000ColorACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 15
  >>
  /JPEG2000ColorImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 15
  >>
  /AntiAliasGrayImages false
  /CropGrayImages true
  /GrayImageMinResolution 150
  /GrayImageMinResolutionPolicy /OK
  /DownsampleGrayImages true
  /GrayImageDownsampleType /Bicubic
  /GrayImageResolution 300
  /GrayImageDepth -1
  /GrayImageMinDownsampleDepth 2
  /GrayImageDownsampleThreshold 1.50000
  /EncodeGrayImages true
  /GrayImageFilter /DCTEncode
  /AutoFilterGrayImages false
  /GrayImageAutoFilterStrategy /JPEG
  /GrayACSImageDict <<
    /QFactor 0.76
    /HSamples [2 1 1 2] /VSamples [2 1 1 2]
  >>
  /GrayImageDict <<
    /QFactor 0.40
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /JPEG2000GrayACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 15
  >>
  /JPEG2000GrayImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 15
  >>
  /AntiAliasMonoImages false
  /CropMonoImages true
  /MonoImageMinResolution 1200
  /MonoImageMinResolutionPolicy /OK
  /DownsampleMonoImages true
  /MonoImageDownsampleType /Bicubic
  /MonoImageResolution 600
  /MonoImageDepth -1
  /MonoImageDownsampleThreshold 1.50000
  /EncodeMonoImages true
  /MonoImageFilter /CCITTFaxEncode
  /MonoImageDict <<
    /K -1
  >>
  /AllowPSXObjects false
  /CheckCompliance [
    /None
  ]
  /PDFX1aCheck false
  /PDFX3Check false
  /PDFXCompliantPDFOnly false
  /PDFXNoTrimBoxError true
  /PDFXTrimBoxToMediaBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXSetBleedBoxToMediaBox true
  /PDFXBleedBoxToTrimBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXOutputIntentProfile (None)
  /PDFXOutputConditionIdentifier ()
  /PDFXOutputCondition ()
  /PDFXRegistryName ()
  /PDFXTrapped /False

  /Description <<
    /CHS <FEFF4f7f75288fd94e9b8bbe5b9a521b5efa7684002000410064006f006200650020005000440046002065876863900275284e8e55464e1a65876863768467e5770b548c62535370300260a853ef4ee54f7f75280020004100630072006f0062006100740020548c002000410064006f00620065002000520065006100640065007200200035002e003000204ee553ca66f49ad87248672c676562535f00521b5efa768400200050004400460020658768633002>
    /CHT <FEFF4f7f752890194e9b8a2d7f6e5efa7acb7684002000410064006f006200650020005000440046002065874ef69069752865bc666e901a554652d965874ef6768467e5770b548c52175370300260a853ef4ee54f7f75280020004100630072006f0062006100740020548c002000410064006f00620065002000520065006100640065007200200035002e003000204ee553ca66f49ad87248672c4f86958b555f5df25efa7acb76840020005000440046002065874ef63002>
    /DAN <>
    /DEU <>
    /ESP <>
    /FRA <>
    /ITA (Utilizzare queste impostazioni per creare documenti Adobe PDF adatti per visualizzare e stampare documenti aziendali in modo affidabile. I documenti PDF creati possono essere aperti con Acrobat e Adobe Reader 5.0 e versioni successive.)
    /JPN <>
    /KOR <FEFFc7740020c124c815c7440020c0acc6a9d558c5ec0020be44c988b2c8c2a40020bb38c11cb97c0020c548c815c801c73cb85c0020bcf4ace00020c778c1c4d558b2940020b3700020ac00c7a50020c801d569d55c002000410064006f0062006500200050004400460020bb38c11cb97c0020c791c131d569b2c8b2e4002e0020c774b807ac8c0020c791c131b41c00200050004400460020bb38c11cb2940020004100630072006f0062006100740020bc0f002000410064006f00620065002000520065006100640065007200200035002e00300020c774c0c1c5d0c11c0020c5f40020c2180020c788c2b5b2c8b2e4002e>
    /NLD (Gebruik deze instellingen om Adobe PDF-documenten te maken waarmee zakelijke documenten betrouwbaar kunnen worden weergegeven en afgedrukt. De gemaakte PDF-documenten kunnen worden geopend met Acrobat en Adobe Reader 5.0 en hoger.)
    /NOR <>
    /PTB <>
    /SUO <>
    /SVE <>
    /ENU (Use these settings to create PDFs that match the "Suggested"  settings for PDF Specification 4.0)
  >>
>> setdistillerparams
<<
  /HWResolution [600 600]
  /PageSize [612.000 792.000]
>> setpagedevice


