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Visualization and design of the functional group
distribution during statistical copolymerization
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Even though functional copolymers with a low percentage of functional comonomer units (up

to 20mol%) are widely used, for instance for the development of polymer therapeutics and

hydrogels, insights in the functional group distribution over the actual chains are lacking and

the average composition is conventionally used to describe the functionalization degree. Here

we report the visualization of the monomer distribution over the different polymer chains by a

synergetic combination of experimental and theoretical analysis aiming at the construction of

functionality-chain length distributions (FUNC-CLDs). A successful design of the chemical

structure of the comonomer pair, the initial functional comonomer amount (13 mol%), and

the temperature (100 °C) is performed to tune the FUNC-CLD of copoly(2-oxazoline)s

toward high functionalization degree for both low (100) and high (400) target degrees of

polymerization. The proposed research strategy is generic and extendable to a broad range of

copolymerization chemistries, including reversible deactivation radical polymerization.
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Functional copolymers show a large potential for a wide
range of application fields, including polymer therapeutics,
antibody drug delivery, and hydrogels1–13. Essential is the

use of a low functional comonomer amount (up to 20 mol %) to
not only ensure industrial implementation but to also retain the
properties of the starting or non-functional homopolymer. For
example, the aim can be to preserve the polymer stealth behavior
while still enabling polymer modification.

The paramount questions that arise are (i) how the functional
groups are spread over the different polymer chains and (ii) how
side reactions can disturb the functionalization pattern governed
by the main reactions. Quality assessment is currently performed
based on simplified reaction schemes and average functionaliza-
tion degrees so that the distributed nature of the functional
monomer incorporation is significantly wiped out. Chain-to-
chain deviations can nonetheless be expected based on recent
theoretical studies, with a distribution both in chain length (CL)
and composition (e.g., the number of functionalities FUNC)14–19.
It is therefore crucial to develop a tool allowing to quantify the
fraction of non-functionalized (fnonfunctionalized), single or even
multiple functionalized chains for a broad range of functionali-
zation chemistries.

Within the class of chain-growth polymerization, two impor-
tant techniques for the synthesis of functional polymers are
cationic ring opening polymerization (CROP) of 2-oxazolines20–23

and reversible deactivation radical polymerization (RDRP) of vinyl
monomers (e.g., styrene and (meth)acrylates). For CROP, poly(2-
alkyl-2-oxazoline)s (PAOx) with methyl ester functionalized side
chains are specifically interesting as they can undergo a direct
amidation or can be hydrolyzed to a carboxylic acid, making them
versatile functional copolymers for conjugation6,7,24–30. For
RDRP, an important technique is atom transfer radical poly-
merization (ATRP) with e.g., N-propyl maleimide or glycidyl
methacrylate as functional comonomer prone to conjugation or
further chemical modification31,32.

The reaction scheme for the CROP of 2-oxazolines is given in
Fig. 1a, including main and side reactions33. Being a chain-
growth polymerization, CROP conceptually consists of chain
initiation (ki), propagation (kp), and termination (kt)34. Chain
initiation is realized by a nucleophilic attack of the nitrogen of a
cyclic imino ether (2-oxazoline) monomer (M) to an electrophilic
center of for instance an alkylating reagent (I; initiator) such as
methyl tosylate, creating a low molar mass oxazolinium species
(P1). This cationic species exhibits a new electrophilic center on
the 5-position, enabling the next nucleophilic attack of monomer,
inducing the isomerization of the existing oxazolinium from a
cyclic imino ether to an amide. This results in the formation of a
macro-oxazolinium species (Pi; i: chain length), being reactive for
further nucleophilic attack and polymerization. The propagation
is continued until all monomer is consumed and/or a nucleo-
philic terminator (e.g., methanolic sodium hydroxide) is intro-
duced to the polymerization mixture (formation of Pi’ in Fig. 1a).
Side reactions (dashed box in Fig. 1a) can also take place, such as
chain transfer to monomer (ktrM) proceeding via β-elimination.
The formed initiator fragment can act as a chain carrier and the
formed macromonomer (Di) fragment can compete with con-
ventional monomer for chain growth. Upon macropropagation
(kpm) a living macrospecies is formed with a cationic centre in the
middle of the chain, a so-called mid-chain cationic macrospecies,
which upon further monomer addition leads to branch
formation.

Figure 1b depicts the core reactions for ATRP synthesis with
vinyl monomers, where cations are switched for radicals as chain
carriers but similar reactions take place. Chain initiation (ki) is
now possible after the reversible activation (k(d)a,i) of an alkyl
halide initiator (R0X) by a lower oxidation state (copper) catalyst

(Mt
nLyX). The formed radical (R1) propagates (kp) leading to the

formation of a macroradical Ri, which can be deactivated (kda) by
the higher oxidation state catalyst (Mt

n+1LyX2) into a dormant
polymer chain with end-group functionality X (RiX). An
important side reaction is termination (kt), leading to the for-
mation of dead polymer chains with no X (dashed box again).

Here we illustrate that the synergetic combination of experi-
mental and in silico characterization provides a unique quality label
for CROP of a non-functional 2-oxazoline (M1) and a functional 2-
oxazoline with a methyl ester side group (M2). This label, which is
based on the construction of a so-called functionality-chain length
distribution (FUNC-CLD), allows to accurately calculate the func-
tionalization pattern and is codetermined by side reactions such as
β-elimination (Fig. 1a: dashed box). We show that inherent lim-
itations exist due to the stochastic nature of chain-growth poly-
merization and that redesigning of the reaction conditions (e.g., the
initial functional comonomer amount and the polymerization
temperature) and the chemical structure of the comonomers allows
the synthesis of highly functional PAOx chains. The reported results
and insights are also relevant for the synthesis of functional poly-
meric materials employing other chemistries, as illustrated with
ATRP as RDRP technique.

Results
Concept of functionality-chain length distribution. Kinetic
Monte Carlo (kMC) modeling allows to track several molecular
characteristics along the synthesis16,18,19,35–39. In particular, kMC
modeling allows to calculate the number of chains with a certain
chain length (CL; equivalently the total number of monomer
units) and a given number of functional comonomer units
(FUNC value) so that in the context of the present work a
bivariate functionality-chain length distribution (FUNC-CLD)
can be constructed, with D highlighting the distributed nature of
the variates in front37,38.

Such distribution is shown in Fig. 2 with in the middle the 3D
view and at the bottom the 2D projection36,39, considering—at
complete monomer conversion—the theoretical case of a perfect
statistical copolymerization with a quasi-instantaneous growth of
active chains and no side reactions and equimolar initial amounts
of functional and non-functional comonomer, and aiming at a
target degree of polymerization (DP) of 100. It follows that the
dominant contribution is covered by chains with a length of 100
and a FUNC of 50 but still a Gaussian scatter in both length and
FUNC values is obtained, highlighting the unavoidable stochastic
nature of chain-growth polymerizations.

The marginal distributions of FUNC-CLD (so integration over
FUNC or CL) are by definition the functionality distribution
(FUNCD; top right arrow) and the chain length distribution
(CLD; top left arrow), as also illustrated in Fig. 2 (equimolar
initial conditions; target DP of 100). Distributed properties for the
incorporation of the functional comonomer can thus uniquely be
obtained, transcending the traditional description of only average
characteristics such as the number average chain length (xn) or
the average functionalization (μFUNCD), i.e., the average number
of functional monomer units per chain. These averages can still
be calculated with the kMC model developed in the present work
(labels on x-axes in Fig. 2).

In Supplementary Table S15 the associated results for non-
equimolar initial conditions and other target DPs are included. It is
demonstrated that even for statistical copolymerizations without
side reactions non-functional chains (FUNC= 0) are formed, in
particular for too low initial functional comonomer amounts and
target DPs. Such deviations are further enlarged if side reactions, as
occurring in practice, are also considered as further demonstrated
focusing first on CROP and then ATRP synthesis.
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Relevance functional 2-oxazoline amount on incorporation.
For the CROP of the comonomer pairs MeOx/C2MestOx, EtOx/
C2MestOx, MeOx/C3MestOx, and EtOx/C3MestOx, which
involves side reactions (Fig. 1a; dashed box), Supplementary Fig. 7-
10 show an acceptable agreement of experimental and simulated
comonomer conversion, xn, and dispersity copolymerization data
under equimolar conditions ([M1]0= [M2]0), thereby confirming
the physical relevance of the kinetic parameters in Supplementary
Table S1-4. Equimolar conditions are deliberately considered here
to enhance parameter sensitivity toward the copolymerization
specific reactions and to allow for—at least—a qualitative in silico

ranking of the functionality qualities later on in which lower
functional monomer loadings are covered.

This agreement is also illustrated in Fig. 3 (identical to
Supplementary Fig. 7) that shows comparisons between theory
and experiment for the comonomer pair MeOx/C2MestOx at four
polymerization temperatures: 80 (yellow), 100 (blue), 120 (green),
and 140 (purple) °C. The target DP, which is here defined as the
initial molar ratio of CROP initiator to monomer, is equal to 100.
Additionally, the simulated fractions of branched chains (dashed
lines) and of macromonomer chains (full lines), as formed via chain
transfer to monomer (Fig. 1a; dashed box), are provided.
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It follows from Fig. 3a that a slower incorporation of
C2MestOx (dashed lines; closed symbols) is obtained in the
copolymerization with MeOx, despite the higher homo-
propagation rate coefficient for this comonomer (1.66 10-1

(C2MestOx) vs. 1.45 10-1 (MeOx) L mol-1 s-1) as also deducible
from the comparison of the MeOx and C2MestOx homopoly-
merization data in Supplementary Fig. 1-6 the and literature
data40,41. Hence, cross-propagation between the MeOx monomer
and the C2MestOx macrocation is fast, thereby suppressing chain
transfer involving the same species. Figure 3c shows that the
dispersity increases already at low monomer conversion and this
more clearly at higher temperatures, which can be attributed to
the higher relevance of chain transfer (Fig. 3d; full lines). This
chain transfer is a gradual process but the formed macromono-
mers do not significantly take part in macropropagation as the
fraction of branched chains is well below 3mol % (Fig. 3d; dashed
lines). Note that there is some discrepancy between experimental
and simulated dispersity data. However, a combined experimental
and theoretical study with a sufficiently high overall number of
data points allows to strongly reduce experimental uncertainties,
taking into account that Arrhenius behavior can be highly
expected, which is fully grasped by a kinetic model.

Conventional analysis of the comonomer incorporation in a
copolymerization process focuses in addition mostly on the
instantaneous average copolymer composition FA,inst42, which
reflects the average amount of comonomer A incorporated in all
active chains at a certain moment for a given molar fraction of A
in the reaction mixture (fA).

For CROP of MeOx and C2MestOx traditional focus is
therefore on FMeOx,inst or FC2MestOx,inst, i.e., the average amount
of MeOx or C2MestOx being instantaneously incorporated.
Figure 4a shows the variation of FC2MestOx,inst with varying
fC2MestOx, with fC2MestOx,0 (fC2MestOx at t= 0) equal to 10 (purple
dots) and 50 (black dots) mol % (140 °C; target DP of 100). The
changes for fC2MestOx and FC2MestOx,inst as a function of the
(overall) monomer conversion are provided in Fig. 4b, c.
Figure 4a shows that for both the 10 and 50 mol % initial
functionality loading the well-known terminal Mayo-Lewis41,42

behavior is followed:

FC2MestOx; inst ¼
r1f

2
C2MestOx þ fC2MestOx 1� fC2MestOxð Þ

r1f
2
C2MestOx þ 2fC2MestOx 1� fC2MestOxð Þ þ r2 1� fC2MestOxð Þ2

ð1Þ
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target degree of polymerization (DP) of 100; middle: FUNC-CLD in 3D view; bottom FUNC-CLD as a 2D projection. The bivariate FUNC-CLD highlights the
fraction of chains with a given chain length (CL) and a given number of functional monomer units (FUNC); for this ideal case most probable are chains with
a length of 100 and a FUNC of 50; also shown are the two marginal distributions that can be constructed out of FUNC-CLD by integration over CL or FUNC:
(i) the chain length distribution (CLD) and (ii) the functionality distribution (FUNCD). The conventionally used mean/average values of these distributions
are also included: for CLD this is the number average chain length (xn) and for FUNCD the average functionalization (μFUNCD)

ARTICLE NATURE COMMUNICATIONS | https://doi.org/10.1038/s41467-019-11368-6

4 NATURE COMMUNICATIONS |         (2019) 10:3641 | https://doi.org/10.1038/s41467-019-11368-6 | www.nature.com/naturecommunications

www.nature.com/naturecommunications


Figure 4b shows that the monomer feed is enriching in
C2MestOx (fC2MestOx > fC2MestOx0) as the polymerization pro-
gresses and this more gradually for the 50mol % case (purple
dots). In agreement with this observation, Fig. 4c shows for the 50
mol % case a more gradual shift from lower to higher FC2MestOx,inst

with increasing monomer conversion. For the 10mol % case
(black dots in Fig. 4c), FC2MestOx,inst is approximately constant for
the first half of the polymerization—as defined on a monomer
conversion basis—at a value lower than the targeted 10mol %.
Only at the final stage, the copolymer chains are being enriched in
C2MestOx, but unfortunately much more than the targeted
10mol %. For all monomer conversions there is thus a strong
mismatch with the targeted value and a gradient-like incorpora-
tion of the functional comonomer takes place as expected based
on the reactivity ratios (Supplementary Table 6 and 743–46).

Hence, Fig. 4 reveals that a stronger compositional drift results
for a lower fC2MestOx0, as supported by the cumulative average
functionalization (FC2MestOx) evolutions covered in Supplemen-
tary Figs. 13 and 14. Supplementary Fig. 13 further highlights that
a cessation of the polymerization at lower monomer conversion is
not recommended as mismatches at lower monomer conversion
can only be compensated for at higher monomer conversion due
to the specific shape of the Mayo-Lewis plot (Fig. 4a). FC2MestOx

does, however, not account for the chain length history (e.g.,
more chains due to chain transfer) as the original active chains
are assumed to be continuously growing. The latter is illustrated
in Supplementary Fig. 14 with identical FC2MestOx evolutions for a
model with and without chain transfer reactions, highlighting
that conventional analysis does not provide information on the
functionalization per chain (length). As CROP with C2MestOx
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can be subject to chain transfer (Fig. 3d) as well as composition
drift (Fig. 4), it is therefore necessary to investigate the
distribution of the functional C2MestOx units over the actual
chain lengths (Fig. 2: FUNC-CLD).

For the equimolar MeOx/C2MestOx system (140 °C; target DP
of 100), the first column of Fig. 5 shows FUNC-CLD at a
monomer conversion equal to 10, 50, 80, and 100%. Note that
FUNC has a minimum value of 0 as chains can also be non-
functional, i.e., poly(MeOx) homopolymer chains. With increas-
ing monomer conversion, the FUNC-CLDs in Fig. 5 (left column)
alter from unimodal to multimodal. At a monomer conversion of
10% (Fig. 5a), unimodality results as can be easily identified by
the peak in the left bottom corner with a steep transition from

higher to lower number fractions. At a monomer conversion of
50% (Fig. 5c), the polymer chains have sufficiently grown and
more functional comonomer units have been incorporated, as
reflected by a positive sloping of the aforementioned peak. In
addition, a second peak emerges at the low chain lengths and
C2MestOx amounts, yielding a bimodal FUNC-CLD. At a
monomer conversion of 80% (Fig. 4e), a third C2MestOx-rich
peak develops in the region of low chain lengths but higher
FUNC values, resulting in a trimodal FUNC-CLD, which can be
seen as a fingerprint for the final copolymer product at a
monomer conversion of 100% (Fig. 5g).

This trimodal fingerprint can be explained considering the
CROP mechanism (Fig. 1a), as illustrated in the top row of Fig. 6.
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In case chain transfer is formally removed from the kinetic model,
a very clean monomodal fingerprint results with the majority of
the chains possessing ca. 50 alkyl substituted and methyl ester
substituted 2-oxazoline units in agreement with the initial feed
composition (Fig. 6a). Hence, here the functionalization is
behaving as in the theoretical perfect case of Fig. 2. Upon the
consideration of chain transfer but not the chain initiation by the
formed oxazolinium fragment as a result of the former reaction,
the peak at the low chain length and C2MestOx amount becomes
visible (Fig. 6b). If the chain initiation after chain transfer is also
accounted for, the missing top arm of the actual fingerprint is
generated, i.e., Figs. 6c, 5g become identical.

Hence, the chain transfer process not only increases the
dispersity (broadening parallel to the x-axis in Fig. 5g), but also
leads to a copolymer product with a stronger compositional drift
per chain length (broadening parallel to the y-axis in Fig. 5g). It
should be stressed that this insight with strong deviations from
the ideal theoretical case (Fig. 2) can only be covered with the
bivariate modeling (FUNC-CLD) strategy of the present work.

A comparison of the left and right column of Fig. 5 allows to
deduce how the initial C2MestOx amount influences the FUNC-
CLD (50 vs. 10%). For both loadings, at a monomer conversion of
100%, the major peak is located at a chain length of 100, i.e., the
target DP, with an average functional comonomer incorporation
equal to the initial C2MestOx feed. For a decreasing initial
amount, less chains with a high C2MestOx incorporation are
formed, as can be expected. In addition, a kind of folding can be
observed as the two-arm structure at the low chain length and
C2MestOx region becomes less visible. A closer inspection reveals
that at a lower initial loading a much flatter and stretched-out
FUNC-CLD is obtained with in particular a stronger spread
toward the x-axis (see also Supplementary Fig. 15; bottom row,

also case of 5%). For a lower initial functional monomer loading,
this indicates a significant contribution of the non-functionalized
chains and a higher compositional drift per chain, which is in
agreement with the discussion of the FC2MestOx; inst (refer to Fig. 4),
and the FC2MestOx; evolution (Supplementary Figs. 14 and 15).

With the bivariate FUNC-CLD available any derived
univariate or average characteristic is within reach. For
example, the functionality distribution (FUNCD; cf. right top
arrow in Fig. 2) can be retrieved. This distribution reflects the
(number) fraction of chains possessing a given number of
functional comonomer units (0, 1, 2, …). For MeOx-C2MestOx
(140 °C; target DP of 100; 10 mol % C2MestOx initially; FUNC-
CLD: Fig. 5h), Fig. 6d shows FUNCD at distinct monomer
conversion (10, 50, and 100%), with the corresponding CLDs
provided in Fig. 6e. With increasing monomer conversion both
FUNCD and CLD shift to the right but they have a different
shape, indicating that a conventional SEC trace cannot be used
to validate the success of the copolymerization with respect to
its functionalization.

An approximation of FUNCD by a Poisson distribution
(Fig. 6f) with the Poisson parameter being the mean value of
FUNCD (μFUNCD; the average number of functional monomer
units per chain) is also not afforded. The Poisson distribution is
similar as the simulated FUNCD at lower monomer conversion
(black line in Fig. 6f vs. black bars in Fig. 6d) but narrower than
the FUNCD at higher monomer conversion (green line in Fig. 6f
vs. green bars Fig. 6d). The Poisson distribution neglects side
reactions such as chain transfer. Hence, care must be taken upon
using analytical expressions to assess the success of a functional
copolymerization process involving side reactions. It is thus again
shown that a complete characterization by FUNCD as extractable
from FUNC-CLD is the preferred route.
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Fig. 6 Understanding the distributed nature of functionalization with 2-oxazoline. Top row: impact of side reactions on FUNC-CLD under equimolar
conditions (total monomer concentration: 3 mol L−1; solvent acetonitrile; target DP of 100; 140 °C; overall monomer conversion of 100%) a formally no
chain transfer. b with chain transfer but formally without chain initiation of the formed oxazolinium fragment. c with chain transfer and the latter chain
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The compositional drift observed in the FUNCD can be further
quantified by calculating the coefficient of variation (Cv), which is
defined as:

Cv;FUNCD ¼ σFUNCD
μFUNCD

ð2Þ

in which σFUNCD is the standard deviation for FUNCD. Together
with the fraction of non-functionalized chains, which is denoted
as fnonfunctionalized (fraction of chains with FUNC= 0), the Cv,

FUNCD value allows to map the functionalization quality in a
straightforward manner.

To enable a fast detection of the relation between reaction
conditions and the functionalization quality, the FUNCDs, as
obtained upon complete monomer consumption, are colored.
The color code of Fig. 7d is followed with a formal gradient from
bad (dark red color) to excellent (dark green color). Intermediate
colors are light green, yellow, and orange. Note that the Cv,FUNCD

and fnonfunctionalized boundaries defining these color changes are
arbitrary but at least allow a ranking of functional copolymers
impossible based on experimental research only. The key values
(transition to green color; 0.5 for Cv,FUNCD and 0.05 for
fnonfunctionalized) are also common values used in the general field
of statistics. Moreover, the color trends are relevant for
application as purification by preparative SEC is impossible and
preparative liquid chromatography for polymers is cumbersome.

The effect of the initial C2MestOx amount on FUNCD is
illustrated in Fig. 7 (monomer conversion of 100%; target DP of
100; 140 °C), with an excellent functionalization (dark green
FUNCD) only for the case with an extremely high initial amount
of functional comonomer (50 mol %). In agreement with the
trend for FUNC-CLD (Fig. 5), a lower initial amount leads to a
higher fnonfunctionalized. Upon lowering the initial C2MestOx
amount (left to right in Fig. 7), Cv,FUNCD and fnonfunctionalized
increase with a factor of ca. 1.5 and 50, highlighting a reduction of

the functionality incorporation. For the lowest loading of 5 mol %
(Fig. 7c), the NON-FUNC fraction is even very close to the
limiting value of 0.05 to obtain an undesired labeling, the same
being true for Cv,FUNCD with a limiting value for bad labeling of
0.5, explaining the non-green color for this FUNCD. Hence, the
color shift in Fig. 7 (dark green to light green to orange) indicates
the need for a threshold value for the initial C2MestOx monomer
loading, at least at a target DP of 100 and 140 °C.

Supplementary Fig. 16 (10 mol % case) shows that Cv,FUNCD

(Equation (2)) is rather constant as a function of monomer
conversion as similar increases for σFUNCD and μFUNCD are
obtained. A comparison of μFUNCD values is thus not recom-
mended to evaluate the success of functionalization as it does not
take into account the variations of the FUNCD shape. The latter
is consistent with the incapability of the Poisson distribution to
properly reflect the functionalization process (refer to Fig. 6f).
Supplementary Fig. 16 also allows to deduce that fnonfunctionalized
reaches low values only at high monomer conversion, in
agreement with the aforementioned steep increases of FC2MestOx
at the end of the copolymerization process (refer to Fig. 4).

Design for narrow functionality distributions. Improved
copolymer product quality can be targeted by the experimentalist
through varying the chemical nature of the reactants and/or the
initial concentrations (target DP and initial loading of functional
comonomer) and temperature. This can be a time consuming
procedure and as shown above the full evaluation of functional
monomer incorporation is not straightforward with common
analytical tools. Model-based design can therefore be very sup-
portive and efficient for designing improved experimental
protocols36,47–49. Moreover, as highlighted above, only FUNC-
CLDs as accessible through advanced kMC simulations allow to
quantify the functionalization quality (Figs. 5–7) while conven-
tional analysis is limited to average characteristics (Fig. 4).
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Focusing on the comonomer pair MeOx/C2MestOx and a
reaction temperature of 140 °C, Fig. 8 shows for 2 initial
functional comonomer amounts (5 and 10 mol %; left and right
column), FUNCD at a monomer conversion of 100% for a target
DP of 50, 100, 200, and 400 (top to bottom). These FUNCDs were
constructed out of the fingerprints, i.e., FUNC-CLDs, given in

Fig. S17 of the Supplementary Information. The best functiona-
lization is obtained for intermediate target DPs (100–200), as low
target DPs result in too high fnonfunctionalized and too high Cv,

FUNCD values, and too high target DPs result in too high Cv,FUNCD

values, due to chain transfer reactions, despite the excellent
fnonfunctionalized values.
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Fig. 8 Relation reaction conditions and functionality control. Effect of initial functional comonomer amount (columns; 10 (a, c, e, g, i) and 5 % (b, d, f, h, j))
and target DP (rows; 25 (a, b), 50 (c, d), 100 (e, f), 200 (g, h), and 400 (i, j)) on the functionality distribution (FUNCD) for CROP of MeOx and C2MestOx
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Figure 8 also shows that for a lower initial functional
comonomer amount (right column), a broader FUNCD (higher
Cv,FUNCD) results at every target DP (given row), in agreement with
the results in Fig. 5 (target DP of 100). No dark green FUNCDs can
although be detected in Fig. 8, highlighting that—for the selected
reactions conditions and comonomer pair—the functionalization
quality is at most very good but not excellent (refer to color coding
in Fig. 7). It can be seen that only for the higher initial C2MestOx
amount (fC2MestOx,0= 10mol %; left column) a reasonably defined
FUNCD (light green color) is obtained upon the consideration of a
sufficiently low target DP (target DP of 100 or 200). For the lower
initial C2MestOx amount (5 mol %; right column), at these
intermediate optimal target DPs, a moderate control over FUNCD
is only obtained (orange FUNCDs).

For a given initial functional comonomer amount (a given
column in Fig. 9), fnonfunctionalized lowers toward a plateau value
for higher target DPs (0.017 (left column; 5 mol % case) and 0.04
(right column; 10 mol % case). The latter is a direct consequence
of the different competition between propagation and chain
transfer for each macrocation. Propagation is intrinsically faster
and, hence, chain transfer only occurs after a certain number of
comonomer incorporations. As under typical conditions C2Mes-
tOx is the limiting comonomer in the initial feed a certain
amount of short non-functionalized or MeOx homopolymer
chains are always formed. Indeed, Supplementary Figs. 18 and 19
indicate that upon doubling the initial C2MestOx amount, so
making this monomer somewhat less a limiting reactant, the
maximum chain length for the non-functionalized chains
becomes ca. twice as low. For too low target DPs, however, the
number of monomer units in a chain is too short as such,
explaining the significant deviation from the high target DP
plateau value (higher fnonfunctionalized values) in Fig. 8.

The reason why in Fig. 8 intermediate target DPs only result in
low Cv,FUNCD values can be understood by noting two opposite
effects. As explained in our previous work50 on CROP of MeOx
and PhOx, the importance of chain transfer decreases for lower

target DPs. Such DPs result in lower lifetimes for the
macrocations and therefore they are less likely to undergo chain
transfer to monomer (Supplementary Fig. 19). However, the
calculation of an average characteristic becomes less meaningful
for lower target DPs15,49. This can be understood by examining
the extreme case of very low target DPs with very steep variations
in the tail of FUNCD.

The simulated data in Fig. 8 also show that for experimental
validation one should focus on low target DPs and low initial
loadings of functional monomer, as the associated fnonfunctionalized
value is rather high facilitating experimental determination of the
fraction of non-functionalized polymer chains. For experimental
validation, the side-chain methyl ester groups were hydrolyzed to
carboxylic acids groups that were used to immobilize the
functional polymer on a solid Wang resin support. The non-
functionalized part was washed from the resin and the functional
polymer could be recovered from the resin by acid-catalyzed
hydrolysis (Supplementary Fig. 27). Using 1H NMR spectroscopy
the ratio of the side-chain signal intensities before and after the
removal of the non-functionalized polymer led to the determina-
tion of a value of 28% for the non-functionalized chains for the
MeOx-C2MestOx copolymer prepared with a target DP of 25 and
an initial loading of 5%. The simulated value 31% in Fig. 8b is
close to this experimental value, further highlighting the
consistency of the developed approach.

Since chain transfer is more activated than propagation
(Supplementary Table 1-4), it could be expected that the relative
importance of both reactions can be altered by varying this
temperature. Supplementary Table 10 (still comonomer pair
MeOx/C2MestOx and the same two initial C2MestOx loadings)
shows that lowering the temperature from 140 to 100 °C has an
impact on the functionalization quality, in case the optimal target
DP of 100 as determined above is used (FUNC-CLDs:
Supplementary Fig. 21). The impact is although limited for the
selected reaction system.

Hence, it can be postulated that a tuning of the target DP is
more beneficial than a tuning of the polymerization temperature,
taking into account that a lowering of the latter also results in
extended reaction times. For example, to reach a complete
monomer conversion—at a target DP of 100—the reaction time
goes already up from 0.5 to ca. 4 hours by decreasing the
temperature from 140 to 100 °C.

Model-based design is also possible by the variation of the
comonomer chemical structures. Supplementary Figure 23 dis-
plays FUNCDs at a monomer conversion of 100% for the
comonomer pairs MeOx/C2MestOx (top left), EtOx/C2MestOx
(top right), MeOx/C3MestOx (bottom left), and EtOx/C3MestOx
(bottom right), for a target DP of 100, an initial methyl ester
amount of 10 mol %, and at a polymerization temperature of
140 °C. These FUNCDs are obtained from the FUNC-CLDs
shown in Supplementary Fig. 22.

The highest functionalization quality is obtained for the MeOx/
C2MestOx comonomer pair. Only for that combination a light
green color is obtained for FUNCD (very good quality; cf.
Supplementary Fig. 23), whereas for the other comonomer pairs a
yellow/orange color (good to less good quality) results.

General guidelines and applicability for other chemistries.
Figure 9 highlights the strength of the simultaneous model-based
design of several batch reaction parameters. Focus is on the
variation of the target DP and the initial functional monomer
loading (refer to Fig. 8), the polymerization temperature (refer to
Supplementary Table 10), and the chemical structure of the
comonomer pair (refer to Supplementary Fig. 23). The target DP
is varied between 100 and 400, bearing in mind that too low
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Fig. 9 Summary of the effect of the batch reaction parameters on the
fraction of non-functionalized chains (fnonfunctionalized) and the coefficient of
variation (Cv,FUNCD; Equation (2)). This is illustrated for CROP of a
functional and a non-functional monomer (total monomer concentration:
3 mol L−1; solvent acetonitrile; overall monomer conversion= 100%;
FUNCDs constructed out of FUNC-CLDs from of the Supplementary
Fig. 24-26 (also table with color coding cf. Figure 7d); in this figure larger
symbol: higher initial functional loading (from 2 to 10 to 13 mol %); higher
temperature (from 100 to 140 °C) by changing from blue to red color; from
open symbol with border with red/blue color to half-filled symbol with the
same color to highlight change from target DP of 100 to 400; circle to
square: change from MeOx/C2MestOx to EtOx/C2MestOx; model-based
design allows to determine optimal conditions for a given target DP (here
thus 100 and 400): highlighted as half green symbols
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target DPs lead to too high fnonfunctionalized values and too high
target DPs result in too high macromonomer formation (too high
Cv values), as explained above. The initial functional monomer
loading is varied between 2 and 13 mol %. For the sake of com-
parison also the optimal value from Fig. 8 (10 mol %; 140 °C; light
green FUNCDs) is included. The polymerization temperature is
varied between 140 and 100 °C, as lower temperatures lead to
rather slow polymerizations. C2MestOx is only considered as
functional comonomer based on the interpretation of Supple-
mentary Fig. 23. The associated FUNCD-CLDs are given in
Supplementary Figs. 24-26, with the Cv and NON-FUNC values
also mentioned in Supplementary Table 16.

Semi-batch procedures, as applied for conventional chain-growth
copolymerization, are suited if the goal is living functionality control
toward complete monomer conversion. Such procedures are
relevant if off-spec chains upon a stoppage of the feed stream at
high polymerization times are allowed and a functional comonomer
can be sufficiently incorporated for a reasonable feed contribution
of that comonomer. As shown in Fig. 4a, the Mayo-Lewis profile
possesses a less suited shape with high initial functional loadings
needed to enable efficient functional comonomer incorporation.
Moreover—even under semi-batch conditions—chain transfer will
remain a contributor in the disturbance of the polymerization
kinetics (cf. Supplementary Fig. 14-15). Under starved feed
conditions, semi-batch living/controlled polymerization procedures
can be used to obtain the desired structures but at the cost of
significantly slowing down the polymerization process.

Upon inspection of Fig. 9 it follows that an initial low loading
of 2 mol % C2MestOx results in bad functionalization whatever
the other design variables are. At 140 °C and for a loading of
10 mol %—in agreement with the discussion of Fig. 8—the
optimal target DP is 100 and—in agreement with the interpreta-
tion of Supplementary Fig. 23 the optimal comonomer pair is
MeOx/C2MestOx. Lowering the temperature to 100 °C allows to
obtain for both comonomer pairs a very good functionalization.
For a target DP of 400, a very good functionalization is also
obtained for MeOx/C2MestOx in case the temperature is lowered
to 100 °C, further confirming the better performance of MeOx/
C2MestOx. Moreover, at a target DP of 100, an excellent
functionalization behavior is even obtained for both comonomer
pairs if the initial loading is increased from 10 to 13% at 100 °C.
For a target DP of 400 (100 °C), the functionalization can even be
maintained at very good if the C2/MestOx pair is considered.

Hence, for a given target DP, the PAOx functionalization
quality can be properly tuned (sufficiently low fnonfunctionalized and
Cv,FUNCD) by lowering the temperature and increasing the initial
functional monomer amount, preferably with the MeOx/C2Mes-
tOx comonomer pair. For Fig. 9—with focus on a target DP of 100
and 400—this relates to the green half-filled symbols with the
corresponding thus designed FUNC-CLDs provided in Fig. 10a, b.
These bivariate distributions strongly deviate from the theoretical
one in Fig. 2, further highlighting the relevance of the present
work. Once these designed settings are determined further in silico
characterization can be applied on the molecular level, for instance
the evaluation of the gradient character by the plotting of the
individual monomer sequences as covered in previous work50.

As illustrated in Fig. 10c, d model-based design is also relevant
for other (e.g., radical) statistical copolymerizations to prepare
functional copolymers. Here focus is on ATRP of styrene with
small amounts of N-propyl maleimide (Fig. 10c; addition of 1
equivalent with respect to the initial ATRP initiator molar
amount at a styrene conversion of 0.35) and ATRP of 2-
ethylhexyl acrylate and glycidyl methacrylate (Fig. 10d; 10 mol %
of functional comonomer initially), with the details on the model
parameters and validation provided in the Supplementary
Discussion (target DP of 100). These systems were chosen to

further illustrate the broader value of our modeling approach, as a
large number of experimental kinetic parameters were available in
literature (see Supplementary Discussion). For the former ATRP
case, the monomer chemical structures reflect an alternating-like
comonomer incorporation, whereas in the latter case cross-
propagation toward the functional comonomer unit is chemically
preferred due to the higher stability of tertiary terminal
methacrylate radicals compared to secondary terminal acrylate
radicals. In both cases, chain-to-chain deviations are still
identified that can be attributed to the inherent stochastic nature
of the ATRP process (cf. the ideal case in Fig. 2) and additionally
non-instantaneous ATRP initiation and unavoidable termination
during the early stages of the polymerization. Hence, again the
need for a FUNC-CLD based quantification tool acknowledging
differences due to side reactions is highlighted.

Discussion
Unique fingerprints are generated for copolymerizations with a
non-functional and a functional comonomer, aiming at the well-
defined incorporation of the latter in the individual chains. A
fingerprint is a functionalization-chain length distribution
(FUNC-CLD) as accessible through kMC simulations and allows
the a posteriori calculation of fnonfunctionalized and the diversity in
the functionalization degree, i.e., the relevance of highly vs lowly
functionalized chains (Cv value). Model validation can be per-
formed based on homopolymerization data and copolymerization
data under equimolar conditions. These FUNC-CLDs are always
characterized by the inherent stochastic behavior of polymeriza-
tions and further shaped by side reactions.

For PAOx synthesis with CROP aiming at retaining of the
properties of the non-functional homopolymer analogue, it is
illustrated that a variation of the chemical structure of the
comonomers and/or the reaction conditions allows to tune the
functionalization quality. For both low (100) and high (400)
target DPs an excellent functionalization quality is obtained with
the comonomer pair MeOx/C2MestOx, a polymerization tem-
perature of 100 °C and an initial functionality loading of 13%.

These optimal conditions cannot be identified based on con-
ventional analysis of copolymerization data, as these are limited
to average characteristics lacking the complete information on the
chain-growth history. In silico generated FUNC-CLD data, on the
other hand, allow to fulfill this identification task.

The combined experimental and modeling strategy can be
extended to other chemistries and is a crucial step toward the
design of functional materials with tailored properties for a broad
application field.

Methods
Experimental framework. Methyl ester functionalized copoly(2-oxazoline)s can be
prepared by CROP of a (hydrophilic) 2-alkyl-2-oxazoline monomer with a methyl
ester functional comonomer, e.g. methyl-3-(2-oxazoline-2-yl) propanoate
(C2MestOx; also referred to as 2 methoxycarbonyl-ethyl-2-oxazoline) and methyl-
4-(2-oxazoline-2-yl)butanoate (C3MestOx; also referred to as 2-methylcarbonyl-
propyl-2-oxazoline). Focus is here on CROP with methyl tosylate (I) as initiator
and the comonomer pairs 2-methyl-2-oxazoline (MeOx)/C2MestOx, 2-ethyl-2-
oxaoline (EtOx)/C2MestOx, MeOx/C3MestOx, and EtOx/C3MestOx (M1/M2).

Experimental CROP data on comonomer conversion, number average chain
length (xn), which is defined as the average total number of comonomer units, and
dispersity, at different polymerization temperatures have been taken from
experimental studies performed by the Hoogenboom research group43,51,52. The
reported error bars relate to the standard deviations following from repeat
experiments. Based on literature data50, the measured xn data have been rescaled
with a constant factor (Supplementary Table 9) to compensate for the difference in
hydrodynamic volume of the functional (co)poly(2-oxazoline)s and the
polymethylmethacrylate standards from the SEC analysis. This scaling procedure is
strictly only valid in the low to intermediate monomer conversion range at which
the presence of linear chains can be expected as good as exclusive50. In the present
work, the factor is also suited for the higher monomer conversions, as branching is
very limited (Supplementary Figs. 7-10; values below 3 mol %).
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For the experimental determination of the fnonfunctionalized, PMeOx-PC2MestOx
(DP= 25, fC2MestOx,0= 5 mol %, 200mg) and LiOH (10 equivalent; C2MestOx
groups) were dissolved in distilled water and stirred overnight, followed by
purification by PD-10 column in water and freeze-drying. The obtained carboxylic
acid-containing copolymer PMeOx-PC2COOHOx (100 mg) was then dissolved in
degassed N,N-dimethylacetamide (5 mL). After addition of N,N′-
diisopropylcarbodiimide (3 equivalent; COOH groups), triethylamine (5
equivalents; COOH groups) and a catalytic amount of 4-dimethylaminopyridine,
the mixture was added into a flask containing Wang resin (2 g, 200–400 mesh,
hydroxyl group content 1.7 mmol/g) pre-swollen in dichloromethane (10mL). The
reaction mixture was purged with argon and vortexed at room temperature for
4 days. Afterwards, the resin was washed repeatedly with N,N-dimethylacetamide to
separate the non-functionalized (PMeOx) homopolymer, which was further purified
by PD-10 column in water. The functionalized polymer was cleaved from the resin
using a mixture of trifluoroacetic acid and dichloromethane (1:1, 20 mL, 5) and
purified by PD-10 column in water. fnonfunctionalized was determined by 1H NMR
spectroscopy according to fnonfunctionalized= 1 – (I1/I2), with I1 and I2 the relative
integrals of the side-chain group peaks (δ= 2.7 ppm) of PMeOx-PC2COOHOx
before and after the removal of the non-functionalized polymer fraction
(Supplementary Fig. 27).

For the catalytic RDRP cases, i.e., the two ATRP cases, the initiator are,
respectively, 1-bromoethyl benzene and methyl 2-bromo propionate, the catalysts
are, respectively, Cu(I) bromide 4,4′-dinonyl-2,2′-bipyridine and Cu(I)
chloride/,2′-bipyridine, and the comonomer pairs are, respectively, styrene/propyl
maleimide and 2-ethylhexyl acrylate/glycidyl methacrylate. These radical
polymerizations have been experimentally studied in literature31,32, as highlighted
in the Supplementary Discussion.

Theoretical framework. The CROP in acetonitrile is analyzed with the kinetic
Monte Carlo (kMC) modeling method as previously applied by the authors for the
simulation and design of the synthesis of steep gradient copolymers on the basis of
MeOx and 2-phenyl-2-oxazoline (PhOx)50. Post-processing of kMC simulated data
allows to calculate the chain length distribution (CLD) and, therefore, the absolute
size exclusion chromatogram (SEC) trace, along with average characteristics such
as xn and dispersity36. Also compositional features can be obtained, starting from
the functionality-CLD (FUNC-CLD; Fig. 2).

Next to the basic chain-growth reactions, i.e., chain initiation and
propagation, chain transfer (to monomer) (ktrM) leading to the formation of
macromonomer (Di), and macropropagation (kpm) are accounted for in the kMC
CROP model (Fig. 1), considering a terminal model for the description of the
intrinsic reactivities. Such terminal model only differentiates based on the nature
of the last monomer unit, which is an acceptable assumption for
copolymerization processes such as CROP that have been less studied and for
which no penultimate model parameters are currently available. Diffusional
limitations on the reaction rates can be ignored, due to the diluted conditions
and the relatively low intrinsic reactivities as displayed in Table 1 and
Supplementary Table 1-445,47,53.

For the four comonomer pairs, the Arrhenius parameters for the CROP
reactions in Fig. 1 (top) are provided in Supplementary Table 1-4. In these tables,
also the rate coefficients at 140 °C are given. For chain initiation with MeOx, i.e.,
nucleophilic addition of MeOx to I, the intrinsic reactivity is taken from the recent
study of Van Steenberge et al48. For the three other comonomers (EtOx,
C2MestOx, and C3-MestOx) the chain initiation rate coefficient (ki) has been
tuned based on homopolymerization dispersity data at low monomer conversions
(Supplementary Fig. 1-6). For the homo-propagation rate coefficients (kp,ii)
literature parameters are used43,46,54. In agreement with previous work50 the
homo-chain transfer coefficients (ktrM,ii) are tuned based on dispersity data at the
higher monomer conversions (Supplementary Discussion).

Hence, for the CROP case, the largest number of kinetic parameters are
determined based on straightforward homopolymerization data. The remaining
limited number of cross-propagation/chain transfer rate coefficients (kp/trM,ij; i ≠ j)
have been optimized by a comparison with experimental copolymerization data, in
particular the measured conversion profiles of the individual comonomers. To
enhance the sensitivity toward parameter tuning, copolymerizations under
equimolar conditions, i.e., with the same initial comonomer concentrations, are
deliberately used (Supplementary Discussion).

For the ATRP cases, which are included to further illustrate the general
potential of the developed research strategy, literature based parameters are used,
as explained in the Supplementary Discussion.

Data availability
The authors declare that all data supporting the findings of this study are available within
the open literature, that paper and its supplementary information files.
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Code availability
The authors declare that the algorithm of the modeling framework is available in the
open literature, the paper, and its supplementary information files. All rights are reserved
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Received: 4 September 2018 Accepted: 11 July 2019

References
1. Yurkovetskiy, A. V. et al. A polymer-based antibody–Vinca drug conjugate

platform: characterization and preclinical Efficacy. Cancer Res. 75, 3365–3372
(2015).

2. Diamantis, N. & Banerji, U. Antibody-drug conjugates—an emerging class of
cancer treatment. Br. J. Cancer 114, 362 (2016).

3. Feng, Q. & Tong, R. Anticancer nanoparticulate polymer-drug conjugate.
Bioeng. Transl. Med. 1, 277–296 (2016).

4. Moreadith, R. W. et al. Clinical development of a poly(2-oxazoline) (POZ)
polymer therapeutic for the treatment of Parkinson’s disease—proof of
concept of POZ as a versatile polymer platform for drug development in
multiple therapeutic indications. Eur. Polym. J. 88, 524–552 (2017).

5. Sedlacek, O. et al. Poly(2-ethyl-2-oxazoline) conjugates with doxorubicin for
cancer therapy: in vitro and in vivo evaluation and direct comparison to poly
[N-(2-hydroxypropyl)methacrylamide] analogues. Biomaterials 146, 1–12
(2017).

6. Romio, M. et al. Poly(2-oxazoline)–Pterostilbene block copolymer
nanoparticles for dual-anticancer drug delivery. Biomacromolecules 19,
103–111 (2018).

7. Morgese, G., Ramakrishna, S. N., Simic, R., Zenobi-Wong, M. & Benetti, E. M.
Hairy and slippery polyoxazoline-based copolymers on model and cartilage
surfaces. Biomacromolecules 19, 680–690 (2018).

8. Figg, C. A. et al. Polymerization-induced thermal self-assembly (PITSA).
Chem. Sci. 6, 1230–1236 (2015).

9. Roy, D., Cambre, J. N. & Sumerlin, B. S. Future perspectives and recent
advances in stimuli-responsive materials. Prog. Polym. Sci. 35, 278–301 (2010).

10. Gan, D. & Lyon, L. A. Tunable swelling kinetics in core−shell hydrogel
nanoparticles. J. Am. Chem. Soc. 123, 7511–7517 (2001).

11. Dhal, P. K., Polomoscanik, S. C., Avila, L. Z., Holmes-Farley, S. R. & Miller, R.
J. Functional polymers as therapeutic agents: Concept to market place. Adv.
Drug Deliv. Rev. 61, 1121–1130 (2009).

12. Deng, R. et al. Stimulus-responsive block copolymer nano-objects and
hydrogels via dynamic covalent chemistry. Polym. Chem. 8, 5374–5380 (2017).

13. Yang, W. J. et al. “Click” functionalization of dual stimuli-responsive polymer
nanocapsules for drug delivery systems. Polym. Chem. 8, 3056–3065 (2017).

14. Gody, G., Zetterlund, P. B., Perrier, S. & Harrisson, S. The limits of precision
monomer placement in chain growth polymerization. Nat. Commun. 7, 8
(2016).

15. Fierens, S. K. et al. Model-based design to push the boundaries of sequence
control. Macromolecules 49, 9336–9344 (2016).

16. Van Steenberge, P. H. M. et al. Linear gradient quality of ATRP copolymers.
Macromolecules 45, 8519–8531 (2012).

17. D’hooge, D. R., Van Steenberge, P. H. M., Reyniers, M. F. & Marin, G. B. The
strength of multi-scale modeling to unveil the complexity of radical
polymerization. Prog. Polym. Sci. 58, 59–89 (2016).

18. Parsa, A. M., Kozhan, I., Wulkow, M. & Hutchinson, R. A. Modeling of
functional group distribution in copolymerization: a comparison of
deterministic and stochastic approaches. Macromol. Theory Simul. 23,
207–217 (2014).

19. Nasresfahani, A. & Hutchinson, R. A. Modeling the distribution of functional
groups in semibatch radical copolymerization: an accelerated stochastic
approach. Ind. Eng. Chem. Res. 57, 9407–9419 (2018).

20. R. de la Rosa, V., Van Den Bulcke, A. & Hoogenboom, R. Poly(2-Oxazoline)s:
the versatile polymer platform for. Biomed. Mater. Matters 11, 3 (2016).

21. Adams, N. & Schubert, U. S. Poly(2-oxazolines) in biological and biomedical
application contexts. Adv. Drug Deliv. Rev. 59, 1504–1520 (2007).

22. Lorson, T. et al. Poly(2-oxazoline)s based biomaterials: a comprehensive and
critical update. Biomaterials 178, 204–280 (2018).

23. Viegas T. X., Fang Z., Yoon K., Weimer R. & Dizman B. In Woodhead
Publishing series in biomaterials (ed. Parambath A.) pp. 173–198 (Woodhead
Publishing, an imprint of Elsevier, Duxford, United Kingdom, 2018).

24. Sehlinger, A., Verbraeken, B., Meier, M. A. R. & Hoogenboom, R. Versatile
side chain modification via isocyanide-based multicomponent reactions:
tuning the LCST of poly(2-oxazoline)s. Polym. Chem. 6, 3828–3836 (2015).

25. Patil, R. et al. Cellular delivery of doxorubicin via pH-controlled hydrazone
linkage using multifunctional nano vehicle based on poly(β-L-malic acid). Int.
J. Mol. Sci. 13, 11681 (2012).

26. Mees, M. A. & Hoogenboom, R. Functional poly(2-oxazoline)s by direct
amidation of methyl ester side chains. Macromolecules 48, 3531–3538 (2015).

27. Levy, A. & Litt, M. Polymerization of cyclic iminoethers. V. 1,3-oxazolines
with hydroxy-, acetoxy-, and carboxymethyl-alkyl groups in the 2 position
and their polymers. J. Polym. Sci. Part A-1 Polym. Chem. 6, 1883–1894 (1968).

28. Zarka, M. T., Nuyken, O. & Weberskirch, R. Amphiphilic polymer supports
for the asymmetric hydrogenation of amino acid precursors in water. Chem. A
Eur. J. 9, 3228–3234 (2003).

29. Rueda, J. C. et al. New thermo-sensitive graft copolymers based on a poly(N-
isopropylacrylamide) backbone and functional polyoxazoline grafts with
random and diblock structure. Macromol. Chem. Phys. 211, 706–716 (2010).

30. Rueda, J. C. et al. Synthesis and characterization of new bi-sensitive copoly(2-
oxazolines). Designed Monomers & Polymers 18, 1–9 (2015).

31. Pfeifer, S. & Lutz, J. Development of a library of N-substituted maleimides for
the local functionalization of linear polymer chains. Chem. A Eur. J. 14,
10949–10957 (2008).

32. Dhruba, J. H., Roy, S. & Singha, N. K. Copper catalyzed atom transfer radical
copolymerization of glycidyl methacrylate and 2-ethylhexyl acrylate. J. Polym.
Sci. Part 1 Polym. Chem. 47, 6526–6533 (2009).

33. Weber, C., Hoogenboom, R. & Schubert, U. S. Temperature responsive bio-
compatible polymers based on poly(ethylene oxide) and poly(2-oxazoline)s.
Prog. Polym. Sci. 37, 686–714 (2012).

34. Verbraeken, B., Monnery, B. D., Lava, K. & Hoogenboom, R. The chemistry of
poly(2-oxazoline)s. Eur. Polym. J. 88, 451–469 (2017).

35. Brandão, A. L. T., Soares, J. B. P., Pinto, J. C. & Alberton, A. L. When polymer
reaction engineers play dice: applications of Monte Carlo Models in PRE.
Macromol. React. Eng. 9, 141–185 (2015).

36. D’hooge, D. R., Van Steenberge, P. H. M., Derboven, P., Reyniers, M. F. &
Marin, G. B. Model-based design of the polymer microstructure: bridging the
gap between polymer chemistry and engineering. Polym. Chem. 6, 7081–7096
(2015).

37. Van Steenberge, P. H. M. et al. Kinetic Monte Carlo modeling of the sulfinyl
precursor route for poly(p-phenylene vinylene) synthesis. Macromolecules 44,
8716–8726 (2011).

38. Meimaroglou, D. & Kiparissides, C. Review of Monte Carlo methods for the
prediction of distributed molecular and morphological polymer properties.
Ind. Eng. Chem. Res. 53, 8963–8979 (2014).

39. Van Steenberge, P. H. M., D’hooge, D. R., Reyniers, M. F. & Marin, G. B.
Improved kinetic Monte Carlo simulation of chemical composition-chain
length distributions in polymerization processes. Chem. Eng. Sci. 110, 185–199
(2014).

40. Kobayashi, S. & Uyama, H. Polymerization of cyclic imino ethers: from its
discovery to the present state of the art. J. Polym. Sci. Part A: Polym. Chem. 40,
192–209 (2002).

41. Beck, M. et al. Polyoxazoline auf fettchemischer Basis. Die Angew. Makromol.
Chem. 223, 217–233 (1994).

42. Fierens, S. K., Van Steenberge, P. H. M., Reyniers, M. F., D’hooge, D. R. &
Marin, G. B. Analytical and advanced kinetic models for characterization of
chain-growth copolymerization: the state-of-the-art. React. Chem. Eng. 3,
128–145 (2018).

43. Bouten, P. J. M. et al. Synthesis of poly(2-oxazoline)s with side chain methyl
ester functionalities: detailed understanding of living copolymerization
behavior of methyl ester containing monomers with 2-alkyl-2-oxazolines. J.
Polym. Sci. Part A Polym. Chem. 53, 2649–2661 (2015).

44. Aoi, K. & Okada, M. Polymerization of oxazolines. Prog. Polym. Sci. 21,
151–208 (1996).

45. Sehlinger, A., Verbraeken, B., Meier, M. A. R. & Hoogenboom, R. Versatile
side chain modification via isocyanide-based multicomponent reactions:
tuning the LCST of poly(2-oxazolines). Polym. Chem. 6, 3828–3836 (2015).

46. Frank, W., Richard, H., AC, H. & SU., S. Single‐mode microwave ovens as new
reaction devices: accelerating the living polymerization of 2‐ethyl‐2‐oxazoline.
Macromol. Rapid Commun. 25, 1895–1899 (2004).

47. Zhou, Y. N. & Luo, Z. H. Copper(0)-mediated reversible-deactivation radical
polymerization: kinetics insight and experimental study. Macromolecules 47,
6218–6229 (2014).

48. Zhao, Y., Luo, Y. W., Ye, C. H., Li, B. G. & Zhu, S. P. Model-based design and
synthesis of gradient MMA/tBMA copolymers by computer-programmed
semibatch atom transfer radical copolymerization. J. Polym. Sci. Pol. Chem. 47,
69–79 (2009).

49. Alb, A. M. & Reed, W. F. Recent advances in automatic continuous online
monitoring of polymerization reactions (ACOMP). Macromol. Symp. 271,
15–25 (2008).

50. Van Steenberge, P. H. M., Verbraeken, B., Reyniers, M.-F., Hoogenboom, R. &
D’hooge, D. R. Model-based visualization and understanding of monomer
sequence formation in gradient copoly(2-oxazoline)s on the basis of 2-methyl-
2-oxazoline and 2-phenyl-2-oxazoline. Macromolecules 48, 7765–7773 (2015).

51. Soares, J. B. P., McKenna, T. & Cheng, C. P. in Polymer Reaction Engineering
(ed. Asua J. M.) (Wiley-Blackwell, Oxford, 2007).

NATURE COMMUNICATIONS | https://doi.org/10.1038/s41467-019-11368-6 ARTICLE

NATURE COMMUNICATIONS |         (2019) 10:3641 | https://doi.org/10.1038/s41467-019-11368-6 |www.nature.com/naturecommunications 13

www.nature.com/naturecommunications
www.nature.com/naturecommunications


52. Bouten, P. J. M. et al. Accelerated living cationic ring-opening polymerization
of a methyl ester functionalized 2-oxazoline monomer. Polym. Chem. 6,
514–518 (2015).

53. D’hooge, D. R., Reyniers, M. F. & Marin, G. B. The crucial role of diffusional
limitations in controlled radical polymerization. Macromol. React. Eng. 7,
362–379 (2013).

54. Wiesbrock, F. et al. Microwave-assisted synthesis of a 42-membered library of
diblock copoly(2-oxazoline)s and chain-extended homo poly(2-oxazoline)s
and their thermal characterization. Macromolecules 38, 7957–7966 (2005).

Acknowledgements
P.H.M.V.S. acknowledges the research foundation—Flanders (FWO) through a post-
doctoral fellowship. B.V. acknowledges support from the Agency for Innovation by
Science and Technology (IWT). R.H. is grateful to the Special Research Fund of Ghent
University (BOF-UGent) and the FWO for funding. The authors also thank the Inter-
university Attraction Poles Program–Belgian State–Belgian Science Policy for financial
support. D.R.D. acknowledges the FWO.

Author contributions
P.H.M.V.S., J.C.H.O., M.F.R. and D.R.D. contributed to the kinetic modeling part. B.V.,
O.S. and R.H. contributed to the experimental part. All authors have approved the
manuscript and made significant revisions along its preparation.

Additional information
Supplementary Information accompanies this paper at https://doi.org/10.1038/s41467-
019-11368-6.

Competing interests: R.H. is one of the founders of Avroxa BVBA that commercializes
poly(2-oxazoline)s as Ultroxa®. The remaining authors declare no competing interests.

Reprints and permission information is available online at http://npg.nature.com/
reprintsandpermissions/

Peer review information: Nature Communications thanks Simon Harrisson, Robin
Hutchinson and other anonymous reviewer(s) for their contribution to the peer review of
this work. Peer reviewer reports are available

Publisher’s note: Springer Nature remains neutral with regard to jurisdictional claims in
published maps and institutional affiliations.

Open Access This article is licensed under a Creative Commons
Attribution 4.0 International License, which permits use, sharing,

adaptation, distribution and reproduction in any medium or format, as long as you give
appropriate credit to the original author(s) and the source, provide a link to the Creative
Commons license, and indicate if changes were made. The images or other third party
material in this article are included in the article’s Creative Commons license, unless
indicated otherwise in a credit line to the material. If material is not included in the
article’s Creative Commons license and your intended use is not permitted by statutory
regulation or exceeds the permitted use, you will need to obtain permission directly from
the copyright holder. To view a copy of this license, visit http://creativecommons.org/
licenses/by/4.0/.

© The Author(s) 2019

ARTICLE NATURE COMMUNICATIONS | https://doi.org/10.1038/s41467-019-11368-6

14 NATURE COMMUNICATIONS |         (2019) 10:3641 | https://doi.org/10.1038/s41467-019-11368-6 | www.nature.com/naturecommunications

https://doi.org/10.1038/s41467-019-11368-6
https://doi.org/10.1038/s41467-019-11368-6
http://npg.nature.com/reprintsandpermissions/
http://npg.nature.com/reprintsandpermissions/
http://creativecommons.org/licenses/by/4.0/
http://creativecommons.org/licenses/by/4.0/
www.nature.com/naturecommunications

	Visualization and design of the functional group distribution during statistical copolymerization
	Results
	Concept of functionality-chain length distribution
	Relevance functional 2-oxazoline amount on incorporation
	Design for narrow functionality distributions
	General guidelines and applicability for other chemistries

	Discussion
	Methods
	Experimental framework
	Theoretical framework

	Data availability
	Code availability
	References
	Acknowledgements
	Author contributions
	ACKNOWLEDGEMENTS
	Additional information




